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ABSTRAK 

 

Pada penelitian ini digunakan bahan perekat resin dan serat fiberglass. 

Kajian ini dilakukan untuk mengetahui kuat tekan dan kuat Tarik belah beton 

polimer (kadar epoxy 50%) dengan benda uji silinder diameter 15 cm serta tinggi 

30 cm. Benda uji yang dibuat sebanyak 4 specimen dengan penambahan 

fiberglass kadar 7,5% BPF50(1) dan BPF50(2) untuk uji kuat tekan, dan 10%. 

BPF50(3) dan BPF50(4) untuk uji kuat tarik belah. 

Dari hasil pengujian, BPF50(1) didapati nilai kuat tekan sebesar 14,72 MPa, 

BPF50(2) didapati nilai kuat tekan sebesar 14,15 MPa dan pada BPF50(3) didapati 

nilai kuat Tarik belah sebesar 6,75 MPa, BPF50(4) didapati nilai kuat Tarik belah 

sebesar 6,5 MPa. Dari hasil pengujian terjadi penurunan nilai kuat tekan beton 

dari BPF50(1) ke BPF50(2) sebesar 1,9% atau 4,03 MPa. Hasil pengujian terjadi 

penurunan nilai kuat Tarik belah beton dari BPF50(3) ke BPF50(4) sebesar 1,8% 

atau 3,85 MPa. 

 
Kata Kunci : Beton polimer, resin epoksi, pengujian kuat tekan, pengujian kuat 

tarik belah. 
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ABSTRACT 

 
In this study used resin adhesive materials and fiberglass fibers. This study 

was conducted to find out the strong press and strong pull of polymer concrete 

(epoxy content 50%) with cylinder test objects diameter 15 cm and height 30 cm. 

Test objects are made as many as 4 specimens with the addition of fiberglass 

content of 7.5% BPF50(1) and BPF50(2) for strong press test, and 10%. BPF50(3) 

and BPF50(4) for strong tensile test. 

From the test results, BPF50(1) found a strong press value of 14.72 MPa, 

BPF50(2) was found a strong press value of 14.15 MPa and at BPF50(3) found a 

strong pull value of 6.75 MPa, BPF50(4) found a strong pull value of 6.5 MPa. 

From the test results there was a decrease in the value of strong concrete press 

from BPF50(1) to BPF50(2) by 1.9% or 4.03 MPa. The test resulted in a decrease in 

the strong value of Concrete pull from BPF50(3) to BPF50(4) by 1.8% or 3.85 MPa. 

 

Keywords : Concrete polymer, epoxy resin, strong press testing, strong tensile 

testing. 
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